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ALL INDIA Below 55% Fe Lumps 741 Jharkhand Below 55% Fe Fines 628

55% to below 58% Fe Lumps 2121 55% to below 58% Fe Fines 940

58% to below 60% Fe Lumps 2121 58% to below 60% Fe Fines 940

60% to below 62% Fe Lumps 2121 60% to below 62% Fe Fines 940

62% to below 65% Fe Lumps 2375 62% to below 65% Fe Fines 1890

65%  and above Fe Lumps 2700 Karnataka Below 55% Fe Lumps 405

Below 55% Fe Fines 603 55% to below 58% Fe Lumps 2670

55% to below 58% Fe Fines 675 58% to below 60% Fe Lumps 2765

58% to below 60% Fe Fines 931 60% to Below 62% Fe Lumps 2765

60% to below 62% Fe Fines 971 62% to Below 65% Fe Lumps 2765

62% to below 65% Fe Fines 1468 65% and above Fe Lumps 2765

65% and above Fe Fines 1641 Below 55% Fe Fines 461

Concentrates 1664 55% to below 58% Fe Fines 562

Andhra Pradesh Below 55% Fe Lumps 791 58% to below 60% Fe Fines 937

55% to below 58% Fe Lumps NA 60% to below 62% Fe Fines 1034

Below 55% Fe Fines 416 62% to below 65% Fe Fines 1434

Chhattisgarh Below 55% Fe Lumps NA 65% and above Fe Fines 1688

55% to below 58% Fe Lumps NA Madhya Pradesh Below 55% Fe Lumps 598

58% to below 60% Fe Lumps NA 55% to below 58% Fe Lumps NA

60% to below 62% Fe Lumps NA 58% to below 60% Fe Lumps NA

62% to below 65% Fe Lumps 2149 Below 55% Fe Fines 648

65% and above Fe Lumps 2757 55% to below 58% Fe Fines NA

Below 55% Fe Fines NA 58% to below 60% Fe Fines NA

55% to below 58% Fe Fines 989 Maharashtra Below 55% Fe Lumps 2280

58% to below 60% Fe Fines NA 55% to below 58% Fe Lumps 2280

60% to below 62% Fe Fines NA 58% to below 60% Fe Lumps NA

62% to below 65% Fe Fines 1411 60% to Below 62% Fe Lumps NA

65% and above Fe Fines 1641 Below 55% Fe Fines 1542

Goa Below 55% Fe Lumps 788 55% to below 58% Fe Fines NA

55% to below 58% Fe Lumps 2250 58% to below 60% Fe Fines NA

58% to below 60% Fe Lumps 2250 Odisha Below 55% Fe Lumps 787

60% to below 62% Fe Lumps 2391 55% to below 58% Fe Lumps 1334

62% to below 65% Fe Lumps NA 58% to below 60% Fe Lumps 1661

Below 55% Fe Fines 540 60% to below 62% Fe Lumps 2004

55% to below 58% Fe Fines 682 62% to below 65% Fe Lumps 2434

58% to below 60% Fe Fines 1147 65% and above Fe Lumps 2434

60% to below 62% Fe Fines 1159 Below 55% Fe Fines 877

62% to below 65% Fe Fines NA 55%  to below 58% Fe Fines 877

Concentrates NA 58% to below 60% Fe Fines 919

Jharkhand Below 55% Fe Lumps 1185 60% to below 62% Fe Fines 935

55% to below 58% Fe Lumps 2056 62% to below 65% Fe Fines 1481

58% to below 60% Fe Lumps 3134 65%  and above Fe Fines 1622

60% to below 62% Fe Lumps 3134 Concentrates 1664

62% to below 65% Fe Lumps 3134 Rajasthan Below 55% Fe Lumps 361

65% and above Fe Lumps NA Below 55% Fe Fines NA
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